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dr,. I PRODUCT !:ULL."'TIII K-S??.AY BULLET! N NO: J-5lOJ. J-51..07 
~ 

D?.YI:.U.L 5/lo/n .-- ;.CCESSOP.Y C"-='TT""~·~ ~>:T::E DATE: .. ""'- .... .L-•U' 

PRODUCTS ('~' .... ";\!. I• ,....,, .. ·cc--c·n> i-• ..J:'..:. .'1. PAGE, 1 ::>f 2 
:..s·-.r 

f APPROVALS: _ • ( ~~ FRO!JfJCII;G PU!iT: CANCELS: .:--540:3 
11zt 1 '=' SEATT!3 & s_.;::TA A!·lA DATE: 10/20/69 

,.L...,•?. ?' ~ ~(?J'f F 
-- . l I :aur.u::rrn DESCRIFTICN " POtmDS c;.u.c::s •• 

220 Whitinf! 30.l3 eoo 

l40 Talc 32.03 lCOG ! I 
I 

045 Asbestos 7R?'l0 6.85 lc'J 

245 Thic'.n,er >.V'C 22e 10 10 I 
I 

25 I 166 He.rr.ac~ 277 05 I 

310 Pnlvvinvl Alc:>hol 6278A ~o 
/. .· 7 5 

l)O Scdiu.~ Tri~-~,.,.~'h ... s::h!9."te 10 2.~ I 
-· .... --·-

· Titor.ium I l!.6 pi e'!!:er.+ 1 "0 ., 
Jn Pet"" AA 01 I ?S I 

(( !.53 Preservative t'o7."icil 75 '!_? ".5 I 
'lr:'·J· ('"11 - 460 Vermiculite E:x't'~:::ced :>0 91 5"0 rt. 

I 
TOTAL 100.00 2c29.25 

l/_.\N!!I:AC1'TJFillG I!iST!'.T!CTIQNS: 
. 
1. See Proce·ss Bulletin ?~o. J-304. 
2. Mixing time sh~ll be 8 rt.inu"tes mini~C".l1ll end 12 cinutes maxin:um. 
J. Mixing time 17ith vem.iculite shall not exceed 2 cir..utes. .. 

C:UALITY C"NTP.OL: ; 

T!~-25 t:onr.al applicaticn c::>nsistency 
(patty diameter of 6") ·155 - 175 cc 

' Tll-JB Bend Equal t:) Stand..rd 

( 
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PRODUCT B'JLI.r."'TIN 
DnY'.'IALL ACCE330RY 
PRODUCTS 

APPROVALS: 

l"', j/ /~ 

· K-SP)>.AY 
CEILING TEXTUfJ': 

(MINERAL AGGREGATE) 

PRODUCING PL~T: 
SEATTLE & SA~'TA ANA 

. 't 

PRQD!ICT .Sf'ECIFICATIONS: 

Test Method 

TM-lB 

TM-2 

TM-J 

'l'M-1:3 

TM-20 

TM-.JJ 

TM-.34 

TM-:36 

TM-37 

Viscosity (Slump Test; patty · 
diameter or 6") cc/100 gr. 

pH (meter) 

Bond -. 

Reflectance(%}· 

Cracking 

Size graduation (500 cc sample) 

a. retained on 16 l!'esh . 
b. Passing 16, retained on 50 

mesh 

Dry loose density (pounds per 
cubic foot) 

Hardness 

·· White line test 

Resistonce to Souring 

BULLETIN NO: J-540J, J-51.({7 
DATE: 5/10/74 
PAGE: 2 of 2 

CANCELS: J-5403 
10/20/69 DATE: 

. 

155 to 175 

7 .'J to 9.5 

Equal to standard 

80 to 85 

No cracks or heavy 
checking 

220 to 400 cc 

70 to 2:30 cc 

20 to 25 

Equal to standard 

Equal to Standard 
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